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1 Purpose of investigation

You commissioned us to test the friction of the lacquer “Domalux Professional Poliuretan Aqua
2S polmat” according to EN 13036-4.

For the test we got two sample with the following dimensions 0,2 m x 0,7 m.

2 Testing procedure

The test was carried out according EN 13036-4.

The procedure applied is accredited according to DIN EN [SO/IEC 17025:2005 (DAKkS-
registration- no. D-PL-11016-01-09).

Testing conditions: 23-50-2 according to DIN 50014.

3 Test results

The following test results were obtained.

Table 1: Test results

testing spot no. friction
1 86
2 92
3 91
4 88
5 90
Mean 89
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4 Evaluation

Basis for the evaluation are the requirements of EN 14904 for friction of mean (80 — 110), range
(+/- 4 units). With a mean value of 89 and a range of - 3/ + 3 units this requirement was fulfilled by

the lacquer “Domalux Professional Poliuretan Aqua 2S pélmat”
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Norbert Schulz Dipl.-Ing. Rainer WellhduBer
Tester Vice Section leader




